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Abstract A semiconductor/metal nanocomposite is com-
posed of a porosiﬁed silicon wafer and embedded ferro-
magnetic nanostructures. The obtained hybrid system
possesses the electronic properties of silicon together with
the magnetic properties of the incorporated ferromagnetic
metal. On the one hand, a transition metal is electrochemi-
cally deposited from a metal salt solution into the nano-
structured silicon skeleton, on the other hand magnetic
particles of a few nanometres in size, fabricated in solution,
are incorporated by immersion. The electrochemically
depositednanostructurescanbetunedinsize,shapeandtheir
spatial distribution by the process parameters, and thus
specimens with desired ferromagnetic properties can be
fabricated.Usingmagnetitenanoparticlesforinﬁltrationinto
porous silicon is of interest not only because of the magnetic
properties of the composite material due to the possible
modiﬁcation of the ferromagnetic/superparamagnetic tran-
sition but also because of the biocompatibility of the system
caused by the low toxicity of both materials. Thus, it is a
promising candidate for biomedical applications as drug
delivery or biomedical targeting.
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Introduction
Nanostructuring of materials results in a drastic change of
their intrinsic properties. For example, porous silicon
achieved by anodization of a silicon wafer offers physical
properties, which cannot be observed in case of bulk silicon.
Microporous silicon, which exhibits interconnected chan-
nels with diameters between 2 and 4 nm, shows a strong
luminescence in the visible [1] caused by quantum conﬁne-
ment effects. Macroporous silicon offers properties of a
photonic crystal [2]. Moreover, porous silicon possesses the
abilitytobiodegradewithinbodyﬂuids[3]butisalsoknown
as a bioactive material [4], two properties which play
opposing roles. Both properties are of interest for medical
applications as drug delivery [5] or tissue engineering [6].
Concerning the creation of new materials for scaffolds and
bone substitutes, one requirement is the hydroxyapatite
growth on the surface by exposing to body ﬂuids, which can
also be observed on oxidized porous silicon, which is more
stable in simulated body ﬂuids than pure porous silicon [7].
Magnetic nanostructures play a crucial role in ferroﬂuids
[8], high density magnetic data storage [9], catalysis [10]
and also biomedical applications [11] as for example drug
targeting. The fabrication of magnetic isolated nanoparti-
cles is quite difﬁcult to reach because the particles oxidize
easily when using metals due to the large surface area in
relation to their volume. Furthermore, they tend to
agglomerate because of magnetic interactions. The mono-
disperse nanoparticles utilized in this work are prepared by
high temperature decomposition of an organic precursor in
the presence of oleic acid [12–15].
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proteins and peptides as well as the use of porous silicon as
dietary supplement has been taken into consideration. Drug
deliverywithporous silicon isunder discussion in employing
particles, ﬁlms, chip implants and composite materials,
whereas microparticles are under great investigation because
they are compatible to existing drug delivery concepts [16].
Exploration of porous silicon for utilization in cancer treat-
ment, especially for brachytherapy has been enforced by
pSiMedica Inc. [17]. The combination of porous silicon with
magneticparticles,namelyFe3O4,andadditionalloadingwith
a molecular payload is of interest for controlled transport in
applying an external magnetic ﬁeld. The loaded molecules
(enzymes)canbetransportedandsubsequentlyreleasedinan
appropriate solution [18]. The fabrication of a porous silicon
double-layer of different pore-size is used for loading with
magnetite nanoparticles and a small amount of liquid. The
samplesareheatedwithinanoscillatingmagneticﬁeld,which
is enabled by the superparamagnetic magnetite nanoparticles
(*10 nm in size) [19].
In the present work, porous silicon templates with ori-
ented pores grown perpendicular to the sample surface are
used to deposit magnetic nanostructures (electrodeposited
or immersed) as a three-dimensional arrangement by self-
assembly. The combination of a semiconductor with
magnetic materials leads to a hybrid system with tailored-
speciﬁc magnetic properties but is also of interest for
possible biomedical applications. The aim of the present
work is to give an overview of the versatility of porous
silicon and the advantage to combine this semiconductor
material with a magnetic metal.
Experiments
The fabrication of porous silicon (PS) is carried out by
anodization of an (100) n
?-type silicon wafer (10
18 cm
-3)
in aqueous hydroﬂuoric acid solution. All porous silicon
samples investigated in the frame of this work are anodized
in a 10 wt% aqueous HF-solution. The current density has
been kept constant at 80 mA/cm
2. Oriented growth and
quasi-regular arrangement of the pores is achieved by
adjusting the electrochemical parameters, which is descri-
bed in detail in a previous publication [20]. The pore-
growth takes place predominantly along the (100) direc-
tion. Small side-pores, which cannot be suppressed in this
morphology regime occur in (111) direction. The length of
these side-pores does not exceed the pore-radius, which
ensures that the main pores are clearly separated from each
other. The achieved silicon templates are utilized on the
one hand for electrochemical deposition of a ferromag-
netic metal and on the other hand to inﬁltrate nanoparti-
cles. The precipitation of metal nanostructures by pulsed
electrodeposition technique is performed in using an ade-
quate metal salt solution [21]. In case of Ni deposition into
the pores the electrolyte is composed of 0.2 M NiCl2 and
0.1 M NiSO4, known as Watts electrolyte. The precipita-
tion of the metal nanostructures is carried out with current
densities between 15 and 30 mA/cm
2. The frequency of the
pulses has been chosen between 0.025 and 0.2 Hz.
The metal deposition into porous silicon is a cathodic
process reducing the metal salt ions to metal (e.g.,
Ni
2? ? 2e = Ni). The electrodeposition process concern-
ing doped semiconductors is not well understood so far but
it can be said that due to higher ﬁeld strength at the pore tips
and concomitant dielectric breakdown of the oxide layer,
which covers the pore-walls, starts at the pore bottom.
The geometry and spatial distribution of the metal pre-
cipitates within the porous layer can be adjusted by the
process parameters (e.g., current density and pulse duration
of the current) resulting in samples with tailored magnetic
properties. The precipitates can be varied between sphere-
like particles of about 60 nm, ellipsoids of a few hundred
nanometres (aspect ratio *10) and needle-like structures
reaching a length of a few microns (aspect ratio *100) by
reducing the pulse duration from 40 to 5 s.
Magnetite nanoparticles have been fabricated by high
temperature decomposition of iron organic precursors fol-
lowing previously reported works [12, 13]. Particles of an
average sizeof9 nmhavebeenobtainedafter performingthe
process steps described by S. Sun [13]. The fabrication has
been carried out at the Institute of Material Science at the
CSIC in Madrid. These particles, which are quite monodis-
perse [14] have been mixed with hexane and oleic acid. The
resulting magneticsolution has beeninﬁltrated byimmersion
into the pores of the porous silicon matrices. This immersion
processoftypically30 minisperformedatroomtemperature.
The two kinds of semiconductor/metal nanocomposites
are characterized by electron microscopy (SEM, TEM) and
magnetic measurements performed by SQUID-magne-
tometry, which complement the investigations to ﬁgure out
the different behaviour of the two types of specimens
(electrochemically deposited ferromagnetic metals, inﬁl-
trated magnetite nanoparticles).
Morphological details of the porous silicon template
regarding the pore-arrangement, porosity and pore-size as
well as of the metal-ﬁlled specimens with respect to the
geometry and spatial distribution of the precipitated metal
nanostructures are gained from the analysis of scanning
electron microscopy (SEM) investigations. Figure 1 shows
a cross-sectional survey of a typical porous silicon layer
exhibiting straight pores grown perpendicular to the wafer
surface with an average diameter of 55 nm. A top-view
image of the quasi-regular pore-arrangement can be seen in
the inset. Analysis of the top-view picture by image pro-
cessing gives a porosity of about 60%. The precipitated
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scattered electrons to get element-sensitive information.
Furthermore, the nanocomposite is characterized by
transmission electron microscopy (TEM), which allows to
ﬁgure out some interfacial features of the samples.
Discussion
Investigating the PS/metal interface by TEM one can say
that the pore-walls of the PS-matrix are covered by an
oxide layer of about 5 nm (Fig. 2). The oxidation of the
pores is formed after the anodization by storing in air.
FTIR-spectroscopy also shows the presence of oxide in
case of aged porous silicon [22]. As-etched porous silicon
samples that are hydrogen terminated show three typi-
cal absorption peaks around 2,100 cm
-1 due to Si–Hx.
PS/metal nanocomposite specimens also show an oxygen
content, which arises due to oxidation during the deposition
process. In Fig. 3, the TEM image shows Ni-particles
within the pores. Not all pores of the considered membrane
are ﬁlled with a Ni-particle because the Ni-structures are
deposited randomly within the pores, and one pore is not
completely ﬁlled between pore tips and surface. Therefore,
at a certain level of the porous layer not every pore con-
tains a particle. Furthermore, the preparation technique by
focused ion beam (FIB) provokes the loosening of parti-
cles. Typically membranes with a thickness of about 50 lm
are fabricated. The deposited metal (Ni) structures are also
covered by oxide (Fig. 4), which likely arises after the
Fig. 1 Scanning electron micrograph of the cross-section and the
top-view (inset) of a porous silicon sample with a porosity of about
60% achieved by self-organization
Fig. 2 High resolution TEM image of porous silicon, showing an
oxide layer of about 5 nm at the pore-walls
Fig. 3 Zero-loss TEM image showing Ni-particles within the pores
of the porous silicon matrix. The preparation of the membrane for
TEM investigations has been carried out by focused ion beam
Fig. 4 EELS line-scan over an individual embedded Ni-particle. Ni
and oxygen have been identiﬁed, whereas the oxygen peak at the
edges is a combination of both, NiO as well as the oxygen covering
the pore-walls of the PS-matrix because the two materials touch
376 Nanoscale Res Lett (2010) 5:374–378
123preparation by focused ion beam. On the other side, mag-
netization measurements of Ni-ﬁlled samples do not show
an exchange bias effect (not shown here), which means a
shift of the hysteesis loop on the abscissa. This result
indicates that the Ni-oxide coverage of the nanostructures
is not antiferromagnetic.
Considering such nanocomposites prepared by electro-
deposition of a metal from an adequate metal salt solution,
the speciﬁc metal precipitation can be inﬂuenced by the
electrochemical parameters and therefore samples with
desired magnetic properties can be achieved. Coercivities,
magnetic remanence and magnetic anisotropy strongly
depend on the geometry of the precipitated nanostructures
as well as on their spatial distribution within the porous
layer. Both features can be adjusted mainly by varying the
deposition current density and the frequency of the applied
current. Considering samples with deposited Ni-particles,
coercivities between 500 and 1,000 Oe are obtained in case
of easy axis magnetization whereas the magnetic anisot-
ropy between the two magnetization directions, perpen-
dicular and parallel to the sample surface, typically is in the
ratio 2:1. Due to the fact that the magnetocrystalline
anisotropy of Ni is small, the main contribution stems from
the shape of the deposited metal structures. In average, the
deposited Ni-structures of the considered sample offer a
diameter of about 50 nm and a length of about 150 nm.
The magnetic anisotropy of an individual nanowire is
dominated by shape anisotropy (1/2 l0MS & 10
5 J/m
3)
[23]. In case of deposited Ni-particles, coupling between
the particles is expected due to the large anisotropy
between the two magnetization directions. So, it is rea-
sonable that the precipitated Ni-particles dipolarly coupled
within one pore leading to a quasi-‘‘magnetic chain’’ which
enhances the anisotropy. The achieved system is of interest
because of the adjustable magnetic properties by fabrica-
tion parameters but also because of the material combi-
nation of silicon compatible with today’s process
technology and a ferromagnetic metal.
PS-matrices containing inﬁltrated magnetite nanoparti-
cles form a composite material are of interest due to the
magnetic behaviour but also because of the biodegradability
of both materials. This system shows superparamagnetic
behaviour at room temperature and ferromagnetism at low
temperatures. The transition between the two kinds of
magnetism depends on the particle size but also on the
interaction between the particles, which means their dis-
tance. Thus, the interaction between the nanoparticles can
be inﬂuenced on the one hand by the thickness of the oleic
acid coating and on the other hand by the concentration of
the solution of the particles. Figure 5 shows the tempera-
ture-dependent magnetization for two different concentra-
tions (ratio 1:2) of the particle solution. For decreasing
concentration, the blocking temperature TB is shifted to
lower temperatures due to less interaction between the
particles as a consequence of their greater distance. In case
of superparamagnetic, non-interacting particles of 9 nm in
size TB can be estimated around 6 K in using the thermal
energy
25kBTB ¼ KV 1  
l0MSHC
2K
 2
; ð1Þ
being K the anisotropy constant, MS the saturation mag-
netization, HC the coercive ﬁeld and V the volume of the
individual particles.
In contrast, the experimental gained TB lies at higher
temperatures between 75 and 130 K. Furthermore, a
broadening of the ZFC-peak with smaller particle distances
can be observed. Both are caused by increasing magnetic
interactions between the particles in dependence on their
average distance.
Conclusions
Porous silicon is a versatile material applicable in many
ﬁelds of nano-research. In the present work, it is used as
template material to embed magnetic nanostructures. On
the one hand, ferromagnetic metals are electrochemically
deposited within the pores of the matrix leading to a
semiconducting/magnetic nanocomposite system. This
nanoscopic hybrid material is of interest because of the
silicon base material, which makes it applicable in today’s
Fig. 5 Zero ﬁeld cooled/ﬁeld cooled (ZFC/FC) measurements show a
shift of the blocking temperature TB to lower temperatures with
decreasing concentration, which can be explained by less interaction
between the particles. TB indicates the transition between ferro- and
superparamagnetic behaviour. The broadening of the peak is not
caused by inhomogeneous particle size distribution but by magnetic
interactions between the particles. The initial concentration of the
particle solution has been diluted with hexane till a 50% solution of
the initial one has been reached
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123microtechnology and because of the adjustability of its
ferromagnetic properties as coercivity, remanence and
magnetic anisotropy. The geometry, which can be modiﬁed
between sphere-like particles and needle-like structures as
well as the spatial distribution of the precipitated metal
nanostructures within the porous layer is tunable by the
electrochemical process parameters resulting in specimens
with tailored magnetic properties. On the other hand,
Fe3O4-nanoparticles are inﬁltrated within the porous layer.
The latter system exhibits ferro-/superparamagnetic prop-
erties, which can be inﬂuenced by varying the nanoparti-
cles in size and their distance, which means by the coating
of the particles but also by the concentration of the solu-
tion. Due to the low toxicity of magnetite as well as of
mesoporous silicon, it is a promising candidate for bio-
medical applications as drug delivery and drug targeting.
All in all porous silicon/metal composites are of great
interest in basic research but they are also promising for
various magnetic and biomedical applications.
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